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Abstrak 

Beton menjadi material yang penting serta sangat banyak 

digunakan untuk pembangunan berbagai insfrastruktur seperti 

jembatan, jalan dan bangunan gedung lainya. Hal itu 

menyebabkan penggunaan material penyusun beton semakin 

berkurang. Oleh karena itu, perlu adanya alternatif serta 

pemanfaatan bahan lain seperti limbah  tulang sapi yang 

mencemari lingkungan. 

Penelitian ini bertujuan untuk  mengetahui pengaruh sifat 

mekanis kuat tekan dan kuat tarik belah usia beton 7,14,28 hari 

beton normal dengan campuran sebagian serbuk tulang sapi. 

Dengan menggunakan benda uji diameter 100 mm dan tinggi 

200mm. Prosentase penggunaan tulang sapi sebesar 0%, 5%, 

10%, dan 15% dengan jumlah 72 benda uji. 

Berdasarkan dari penelitian yang telah dilakukan, 

diperoleh hasil uji kuat tekan pada persentase 5% naik sebesar 

1,66 MPa, 10% naik sebesar 2,08 Mpa, dan pada persentase 15% 

naik sebesar 2,81 MPa. Lalu pada uji kuat tarik belah pada 

persentase 5% naik sebesar 0,07 Mpa, 10% naik sebesar 

0,25MPa , 15% naik 0,35 MPa. persentase peningkatan tertinggi  

pada campuran tulang sapi sebesar 15%. 

 

Kata kunci : tulang sapi, beton normal, kuat tekan, kuat tarik 

belah 
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Abstract 

 Concrete is an important material and is widely used for 

the construction of various infrastructure such as bridges, roads 

and other buildings. This causes the use of concrete constituent 

materials to decrease. Therefore, there is a need for alternatives 

and the use of other materials such as cow bone waste which 

pollutes the environment. 
 This study aims to determine the effect of mechanical 

properties of compressive strength and split tensile strength of 

concrete 7,14,28 days of normal concrete with a partial mixture of 

cow bone powder. By using a specimen of 100 mm diameter and 

200mm height. The percentage of use of beef bones was 0%, 5%, 

10%, and 15% with a total of 72 specimens. 

 Based on the research that has been done, the 

compressive strength test results obtained at a percentage of 5% 

increased by 1.66 MPa, 10% increased by 2.08 MPa, and at a 

percentage of 15% increased by 2.81 MPa. Then in the split 

tensile strength test at a percentage of 5% increased by 0.07 MPa, 

10% increased by 0.25 MPa, 15% increased by 0.35 MPa. the 

highest percentage increase in cow bone mixture was 15%. 
 
Keywords: beef bone, normal concrete, compressive strength, 

split tensile strength 
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